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Carlos Gonzalez, Freddy Fraudita, Audry Gallipoli
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Zhenwang Lin, Zhenlu Chen, Dongsheng Li

A Breakthrough In High-Speed Digital Eddy Current Testing Technology ..o 1026
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A Novel Self-Compensating GMR-Based Eddy Current Probe For Hidden Crack Detection ............cccccccevvvviennne 1042
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Manyong Choi, Kisoo Kang, Seung-Seok Lee
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Automatic System For Crack Detection Using Infrared Thermographic Testing ...........ccoccovnenininninnnninns 1238
Stanislav Starman, Vaclav Matz
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Experimental Research On The Microcosmic Mechanism Of Stress-Magnetic Effect For Magnetic
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ON The WOIKPIECE SUITACE. ...ttt e et a bt bt bese et e e e me e b e e beebesbesbe b eneenesnennan 1348
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TRCIINIGUE ...t b e bt h bbbt bbb e Ao h e b e e E e e b€ A4 e b e s £ eh £ e b e e b e e b e A b e e b e e e Rt e b e e bt e bt e b e b et e st e b e b e 1431
Hakan Gir, Volkan Kilicli, Mehmet Erdoan
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Application Of Magnetic Particle Inspection In The Field Of The Automotive INdUSErY ..........cccocoviiiniiiininienne 1453
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Eduard S. Gorkunov

Relation Between Magnetism And Charpy Impact Properties In Thermally Aged Fe-Cu Model Alloys................ 1483
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The NDT Study Of Metal Composite Material TUDE ..o e 1509
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Frederic Reverdy, Steve Mahaut, Philippe Dubois

NDE Technology Of Pressure Equipments In Line With International Standards.............cccooeoiiinniiiiniiienns 1537
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10. SESSION: NOVEL APPLICATIONS OF NDT TECHNIQUES (7):
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Andrea Koetz, Sue Clendening
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Christof Reinhart

Eddy Current And Ultrasound Data Fusion Applied To Carbon Fiber Reinforced Plastic Evaluation.................. 1571
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Testing Instrument For Internal Stress Of Long Seamless RailS .........c.cccoiviiiiiiiciiiiiesccc e 1579

Xin Qi, Juan Chen, Xingye Zheng
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Advanced Optical Coherence Tomography Techniques: Novel And Fast Imaging Tools For NDT .........cccccceeeeee 1607
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A New Fully Digital System For RT Inspection Of Metal Tube To Tube Sheet Joints Of Heat
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Flaw Size Dependent Contrast Reduction And Additional Unsharpness By Scattered Radiation In
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Gaohui Wu, Yan Li, Jun Su

The Exploration To The Case Of X-Ray Detection Of The Vertical Angle Weld ... 1767

Wei-Ming Yan, Peng-Fei Zeng, Guo-Qiang Zhang

A Method Of Ray Digital Imaging Automatic Inspection On Tube To Tube Sheet Welded Joints
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Use Of Monte-Carlo Method For The Reconstruction Of Response Functions And Radiation Spectra
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Kegin Ding, Guang Chen, Binan Shou

NDT Data Management - Archive And Data Sharing...........cooeiiiiioiiieiie e 1793
Andrea Koetz

Factors Affecting Probability Of Detection With Computed Radiography.......cccccccveiiviiiiiineiiiicese e 1796
Gregory Mohr, Peter Willems

Computed Radiography With Isotopes- Suitability For Weld INSPection ..o 1804
Manoharan Venugopal, Prasad Thapa, Rajashekar Venkatachalam

The Optimizing Technology Research Of Imaging Quality On X-Ray Digital Imaging .........cccccoovvoevinenciniencnnn 1810
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Brian Tang, Paul Hungler, Christine Sweetapple

Gamma Ray System Operated By Divers For Underwater INSPection............ccccovviiiiiiiniicinisese e 1831

Carla Marinho, Claudio Camerini, Ricardo Lopes

Gauging Information Systems, Means Of Technological Diagnostics And Intelligent Gauges In
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Nikolay R. Kuzelev
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Ray Detection Digital Image Quality And Influential FaCtOrsS...........cooiiiiiiiiiie e 1857
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A Review Of Current Status In Applying Special Radiographic Techniques To Pressure Equipment
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Constitution And Prospect Of Chinese Radiography Digital Imaging Nondestructive Testing
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Progress Of Nondestructive Testing And Evaluation In ChiNa............coooiiiiiiiieiiceeeees e 1931
Gongtian Shen

An Overview Of The Rapidly Developing Non-Destructive Testing Technology In China............ccoccoeeviieiiiiiennns 1945
Rongsheng Geng

Recent Developments Of Aircraft Nondestructive Evaluation Based On Advanced Sensor Techniques ................ 1951
Gongjin Qi, Hong Lei, Rongsheng Geng

The Role Of IAEA/AFRA On The Promotion Of NDT 1N AfFiCa ....cccoiiiiiiiiiee e e 1959
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