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F. Sedláček, V. Lašová, R. Kottner

An Effect of Residual Stresses and Internal Defects on Fatigue Crack Initiation of
Laser Welded Sheets . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 364

J. Sís et al.

Thermographic Inspection of Tension and Bend . . . . . . . . . . . . . . . . . . . . . . . 368

J. Skála et al.

Investigation of Stress in the Railway Substructure in the Turnout . . . . . . . . . . . . . 372

J. Smutny, L. Pazdera

Elastic-Plastic Deformation of Steam Turbine Low Pressure Part . . . . . . . . . . . . . . 380

F. Straka, P. Pánek, P. Albl

Experimental Verification of Prototype Rubber Suspension for Ball Bearing by
QUALISYS System . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 384

P. Syrovátka et al.

Experimental Verification of the Geometric Parameters in the Ring-Core Measurement . 388

P. Šarga, F. Menda, F. Trebuňa
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Adhesively Bonded Joint Analysis with Use of Acoustic Emission . . . . . . . . . . . . . 415

M. Šofer, F. Fojtík, J. Crha

Analysis of Standing Occupant Collision in Rail Vehicle with Influence of De-
formable Floor Assessment . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 419

S. Spirk

Verification of High-Temperature Stress of Cement-Based Composite by Impact-
Echo Method . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 423

D. Štefková, K. Timčaková, Z. Chobola
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